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2.22 Analysis of the hardening process of epoxy adhesive (2) - FTIR

Fig. 2.22.3 Infrared spectra of the epoxy group Fig. 2.22.4 Infrared spectra of the hydroxyl group

Fig. 2.22.5 Time course curves of the hydroxyl and epoxy group Fig. 2.22.6 Time course curves of the epoxy group at each temperature


